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Pelangio Exploration Inc. (PX:TSXV)

Manfo Project, Ghana
Pokukrom East
Section 49600N

June, 2015

Looking Grid North

Assay (g/t Au)

0.00 to 0.20

0.20 to 0.50

0.50 to 1.00

1.00 to 5.00

5.00 to 30.00

30.00 to 100.00 50m0

44m @ 0.28 g/t Au

29m @ 
1.41 g/t Au

64m @ 
2.36 g/t Au*

34m @ 
0.33 g/t Au

49m @ 0.49 g/t Au

16m @ 
0.62 g/t Au

8m @ 
3.05 g/t Au

10m @ 10.46 g/t Au*

21m 
@ 0.74 g/t Au

41m 
@ 0.47 g/t Au

13m @ 1.00 g/t Au

Note:
* assay cut to 30 gpt Au

$1450 conceptual 
pit margins (SRK 2013)


